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We demonstrate chip-scale flat-top filters at near-IR wavelengths using negative index photonic crystal basedMach–
Zehnder interferometers. Supported by full three-dimensional numerical simulations, we experimentally demon-
strate a new approach for engineering high-pass, low-pass, bandpass, and band-reject filters, based on designing the
photonic band diagram both within the bandgap frequency region and away from it. We further show that our ap-
proach can be used to design filters that have tunable multilevel response for different sections of the spectrum and
for different polarizations. This configuration enables deterministic control of the bandwidth and the rejection ratio
of filters for integrated photonic circuits. © 2012 Optical Society of America
OCIS codes: 250.5300, 230.7408, 160.5298, 350.2460.

Dielectric structures that are periodic in one dimension
have been used as frequency filters for electromagnetic
radiation since decades ago [1]. With the development of
photonic crystals (PhCs) in late 1980s [2,3], structures
with wavelength-scale periodicity in two and three di-
mensions enabled the study of many new phenomena
[4–6]. One particular example of periodically structured
materials is left-handed metamaterials (LHMs) [7–9]. In
most cases, LHMs are made of metallic resonators, which
at optical frequencies [9] can lead to large losses. To
overcome this shortcoming, one can employ PhCs made
of dielectrics, which can have an effective negative index
of refraction in certain frequency ranges [10, 11] as well
as low optical losses. Important applications of this class
of LHMs have been demonstrated recently, including
zero phase delay lines and subdiffraction imaging
[12–14].
In this Letter, we introduce on-chip PhC-based designs

of optical filters that operate at wavelengths at which
photonic bands exist (the material is transparent), unlike
most of the commonly used PhC-based optical filters,
which operate chiefly at or near the bandgap wave-
lengths [15–17]. We demonstrate that by incorporating
negative index PhCs in a Mach–Zehnder interferometer
(MZI), a new class of optical filters can be achieved,
namely filters based on the phase effects arising from
the negative refractive index characteristic of PhCs.
More specifically, unlike most free-space interferometer
applications, the phase difference that leads to interfer-
ence in the proposed devices comes from the imbalance
in the refractive indices of the two arms of the MZI and
not the physical length difference. By combining in the
same design PhCs with negative and positive indices
of refraction, one can broadly engineer the correspond-
ing difference in the index of refraction. This approach is
made possible by the availability of precise fabrication

techniques in integrated photonics and has already been
used by several studies [12,18].

The hexagonal PhC regions [Fig. 1(a), left inset] in-
serted in the two arms of the MZI are made of air holes
etched into a silicon (Si) slab (nSi � 3.48), with lattice per-
iod a � 430 nm and slab thickness t � 320 nm, placed on
top of a silica substrate (nSiO2

� 1.46). The PhC band dia-
gram with a hole-to-lattice ratio r∕a � 0.285 (radius
r � 122 nm) is shown in Figs. 1(b) and (c). The two-
dimensional (2D) PhC has a negative refractive index in
the spectral range 0.3–0.273, in normalized frequency of
ωa∕2πc, or 1433–1575 nm in wavelength [12].

Fig. 1. (Color online) (a) Schematic representation of the MZI.
(b) Band diagram of the PhC; inset: first Brillouin zones of the
hexagonal PhC. The TM-like (TE-like) photonic bands are de-
picted in blue (darker) [red (lighter)]. (c) A zoom-in of the spec-
tral domain corresponding to experimental region of interest.
Experiments were performed in the spectral region marked
by the two horizontal dashed lines.
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We have proceeded with the design of the device by
calculating the band structure of the PhC [Fig. 1(b)].
Thirty bands and the effective refractive index for each
band have been calculated for the full three-dimensional
case. The photonic bands are classified as TE-like or TM-
like based on how the modes transform on applying the
reflection operator, σy, defined with respect to the xz
plane; the parameter σy � R

BZ Ek�r�ΣyEk�r�dr quantifies
the mode parity. The computed values of σy (∼� 0.98)
are used to distinguish between the even (σy > 0, TE-
like) and odd (σy < 0, TM-like) modes. The effective
refractive indices are determined from the relation
k � ωjnj∕c, where k is the wave vector in the first Bril-
louin zone. Note that since k decreases with ω for the
second TM-like band in Fig. 1(c), the effective index of
refraction is negative [13]. Here, the design parameters
for the band diagram are the thickness of the slab, t,
the radius of the holes, r, and the period of the crystal
lattice, a.
In order to characterize the sensitivity of the optical

properties of the PhC to changes of the crystal para-
meters, we have varied t, r, and a, one at a time, and
determined the corresponding variations of the band dia-
gram. Results of three simulations for each case are
summarized in Fig. 2. Since we designed our filters to
operate for TM-polarized waves, we only show here
the TM-like bands.
Figure 2(a) shows the TM-like band diagram variation

with r, where the bands shift to a higher frequency
with increasing r∕a ratio and the bandgap broadens.
Figure 2(b) shows the dependence of the photonic bands
on t, the main conclusions being that the bands shift to a
lower frequency with increasing t and the bandgap
broadens. Finally, we have varied a. In order to better
see the corresponding variation of the photonic bands,
we plot in Fig. 2(c) our results versus wavelength instead
of normalized frequency. As expected, the band diagram
shifts to a higher wavelength with increasing a.
The PhC slabs are integrated with MZI to facilitate the

phase delay measurements, as illustrated in Fig. 1(a) [12].
To examine the phase difference between designs con-
taining different types of PhCs on the two arms and de-
monstrate experimentally optical filtering operation, we
designed PhCs with the same number of unit cells but
different geometrical parameters and kept a the same
in order to have identical physical lengths on both arms
[12]. By following this approach, all sections of the MZI
except the PhC regions are identical, and therefore the

two PhC sections are the only source for the measured
phase difference.

The phase difference in the MZI is given by
Δϕ � �β1L1 − β2L2�, where βi is the propagation constant
and Li is the length of the MZI arms. Since Li is the same
for the two arms, we haveΔϕ � 2π

λ �n1 − n2�L, where ni is
the effective refractive index of the PhC sections on
the arms.

Next, we fabricated and tested our devices, as de-
scribed inRef. [12]. Figure 3 presents experimental results
demonstrating high-pass, low-pass, bandpass, and band-
reject filters. In Fig. 3(a), the transmission spectra for
the two separate arms of the MZI are shown. The green
(solid) curve is the transmission of 80 unit cells of photo-
nic crystalwith r � 100 nm, t � 320 nm, anda � 430 nm,
and the red (dashed) curve is the transmission of 80 unit
cells of PhC with r � 120 nm, t � 320 nm, and a �
430 nm. InFig. 3(b), theMZI transmissionwith the designs
in Fig. 3(a) (both having 68 unit cells) on the two arms is
presented. The transmission is higher for the wavelengths
between 1580 and 1620 nm and much lower for the wave-
lengths between 1520 and 1560 nm, a typical response of a
high-pass filter. Furthermore, when there are 76 unit cells
of identical PhCs in both arms, the transmission is similar
to a low-pass filter [see Fig. 3(c)].

Next, we changed the designs by decreasing the period
so as to narrow the bandgap. In Fig. 3(d), the transmis-
sion spectrum for individual designs with parameters
r � 112 nm, t � 320 nm, and a � 410 nm (solid curve)
and r � 100 nm, t � 320 nm, and a � 410 nm (dashed
curve) are shown. MZI transmission with these designs
on the two arms of the MZI with 100 unit cells of PhCs
on each arm is similar to that of a bandpass filter [the
passband is between 1535 and 1550 nm, Fig. 3(e)], and
with 130 unit cells of PhC on each arm, a band-reject fil-
ter [see Fig. 3(f)].

Finally, we designed a filter that has multilevel spectral
response, namely, there are different rejection ratios for
different spectral regions. Importantly, one can easily en-
gineer both the width of the spectral regions and the re-
jection ratios. Again, we have analyzed the individual
designs first. Figure 4(a) shows the transmission spectra
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Fig. 2. (Color online) Change of the band of the PhC with re-
spect to (a) radius (r∕a) variation, t∕a � 0.744; and (b) thick-
ness (t∕a) variation, r∕a � 0.279. Wavelengths on the y axis are
calculated for a � 430 nm. (c) Photonic band variation with re-
spect to period (a) variation. In numerical calculations, t∕a and
r∕a are changed together so that effective period variation is
obtained.
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Fig. 3. (Color online) (a) Transmission spectrum for the de-
signs on the two arms of the MZI in Fig. 1(a); (b) MZI transmis-
sion with the designs in (a) on the two arms both with 68 unit
cells of PhC; (c) same as in (b) but for 76 unit cells of PhC;
(d) same as in (a) but with a � 410 nm; (e) MZI transmission
with the designs in (d) on the two arms both with 100 unit cells
of PhC; (f) same as in (e) but for 130 unit cells of PhC.
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for thePhCs inserted in the two armsof theMZI. Theband-
gap in the second design is not yet completely formed;
however, this is not a critical issue, aswe operate at wave-
lengths atwhich thePhC is transparent. Figure 4(b) shows
the MZI transmission with the designs presented in
Fig. 4(a) and with 70 unit cells of PhC on both arms of
theMZI. There are three transmission levels: the first level
is between 1520 and 1560 nm, where both PhCs have ne-
gative index values; the second level is between 1575 and
1590 nm, where the first PhC has a positive index and the
second one has a negative index; and the third level is be-
tween 1600 and 1620 nm, where both designs have a po-
sitive index. This multilevel response filter is broadly
tunable and can be used effectively in integrated photo-
nics, e.g., as a variable attenuator.
In summary, we have demonstrated integrated optical

filters that can be tuned in terms of bandwidth, operating
wavelength, and rejection ratio via band diagram engi-
neering of negative index PhC slabs. We observe filtering
operations on complementary metal oxide semiconduc-
tor (CMOS)-fabricated devices through intricate phase
effects in the transparency region of PhCs instead of
the spectral bandgap. Losses are mainly from coupling
efficiency due to the lack of spot size converters. Impor-
tantly, rejection ratios can be improved by tuning the per-
iod a and using interferometer arms with different
lengths, as well as utilizing external phase tuning meth-
ods. These observations are the first demonstration (to
our knowledge) of this type of chip-scale optical filters
and can lead to exciting applications in photonic inte-
grated circuits with scalable implementations.
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Fig. 4. (Color online) (a) Transmission spectrum for the de-
signs on the two arms of the MZI in Fig. 1(a); (b) MZI transmis-
sion with the designs in (a) on the two arms both with 70 unit
cells of PhC.
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